Amendment to Village of Pinckney, Technical Standards for Design and Construction, SECTION 01 20
07, ROADWAY, PARKING, DRIVEWAY, AND SIDEWALK DESIGN REQUIREMENTS, PART 1,
GENERAL, Section 1.08, DRIVEWAY STANDARDS, Subsection O, Residential Driveway Materials, to
read as follows:

0. Residential Driveway Materials:

1. New homes being constructed shall include a driveway surfaced with a material which is
equal to or better than the surface of the roadway which it joins.

a. At a minimum, driveways shall be constructed with at least the materials listed
below.

2. Existing homes that apply for a new hard surface driveway or apply to resurface an existing
driveway shall also meet the standards listed below:

3. Asphalt Driveways:
a. 6 inches of MDOT 21AA aggregate hase.
b. 3 inches of MDOT 36A bituminous surface.
4. Concrete Driveways:
a. 6 inches of MDOT 21 AA aggregate base,
b. 4 inches of MDOT Grade P1, 6.0 sack concrete, fiber-reinforced.



